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200 W. 48" Avenue ouRREreRENcE  MCBRIDE ASSOC RESULTS

Denver, Colorado 80216 PU B L l C
Dear Mr. Andrews: : DOCUMENT

Thank you for allowing the EPA to collect samples from your property to investigate whether
there is any significant environmental contamination remaining from the ARGO Smelter that
existed near the 1-25 and I-70 interchange prior to 1900. This letter provides vou with a
summary of the overall site-wide results and the specific results of the sampling conducted at
your property in December 2003.

Summary of Site-Wide Findings

The EPA collected soil samples from borings at 36 different locations across the site. These
locations are shown on Figure 1. Each boring went from the surface down to about 10-25 feet in
depth. Each boring was divided into several depth intervals (e.g., 0-2 feet, 2-6 feet, etc.) before
analysis for metals often associated with smelter sites (arsenic, cadmium, lead, copper, zinc,
etc.). Of the 122 total soil samples analyzed, all but one was found to be below a level of
concemn for workers at the site. One sample (from a depth of 10-12 feet) had an elevated level of
arsenic that would be of potential concern if a worker were exposed to it for many years.
Because the sample is buried, no one is currently exposed, and the EPA considers it rather
unlikely that anyone would be exposed in the future. Also, the spatial extent of the contamination
appears to be limited. Thus, the EPA has concluded that there is no significant reason to be
concerned over contamination in the soil.

The EPA also attempted to investigate whether groundwater at the site is contaminated.
However, most of the borings (34 out of 36) drilled at the site did not encounter any water. At
the two locations where near-surface groundwater was present, samples of the water were found
to contain elevated levels of several metals at concentrations high enough to make the water
unsafe to drink. However, this water is not currently used for drinking, and the EPA believes
that it is not likely to be used in the future as a source of drinking water. Thus, the EPA believes
that there is no reason at the present time for health concemns due to groundwater contamination.

Summary of the Results from Your Property

The results of the sampling from your property at two locations are provided in the attached
sheets. In brief, these results indicate that soil beneath your site is not contaminated at a level of
concern, and no groundwater was located on your property. Thus, the EPA does not believe that
there is a reason for concern at your property.



= Knight Piésold

CONBULTING

Mr. George Andrews ' March 22, 2004
McBride Associates, LLC

Next Steps at the Site

Because metals in the water samples collected at the site were elevated, the EPA and the State
believe it is important to collect additional data to determine if contaminated water might be
rigrating off the site to a location where humans could be exposed. For this reason, the EPA
will be placing some temporary wells to monitor water (if any water is present) at the eastern
_edge of the site near 1-25 and [-70. This activity will occur in early spring with the duration of
sampling dependent on the results of the sampling and analysis.

[f you have any questions regarding the sampling results for your property or about the EPA's

plans to investigate further, please do not hesitate to contact me at 303-629-8788. Mr. Victor
Ketellapper, EPA Project Manager, can be reached at 303-312-6578.

Sincerely,
Knight Piesold and Co

Ao ——

Paul D. Bergstrom
Project Manager

PDB:lkr
Attachments

cc: Mr. Victor Ketellapper, EPA

GPROJECTSIOV (DENVERRMO200124-01 ARGO SMELTERWCCESS\SAMPLERESULTSWCBRIOE ASSGC RESULTS.00C
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SOIL BORING LOG | : KUMAR & ASSOQCIATES
Projact Nome: vB & [-70 Project No. 03-t-411 [Boring No: 33 |Sheet 1 of 1
£ Boring Locatlon: SEE SITE PLAN Start Date: * 12/18/03 |Completicn Date: 12/18/03
¢ " Dritter: ZACK ENS  [Rig Type: DIRECT PUSH Ground Elev: 5198.94 | NORTHING EASTING
Logged 8y: CAJ . Water Depth: Not Encountered| 1710284,93 3143031.77
SOIL CORE x
E e g i
£ | o " . _
£ |22 L. 32| 2. |2 DESCRIPTION . FIELD
aslElSl §° | &s| 89 | 2 NoTES
3 2 | x| B E a |4 H =
w| o Py 9 = A=
34 = o
] o S
7 00334 ASPHALT 0-4", ABOVE GRAVEL, ABOVE CLAYEY SAMPLE AT 47
FILL .
24 | SAND STIFFENS AND
ity ‘ . [—| DARKENS AT 2'-6”
o - . *
00338 [ ¢ | CLAYEY SAND, DARK BROWN 10YR 3/3, MOIST o] SAMPLE AT 3
4 -
. -+
6 - T .
(=] N
' TR o
8 |h - :
L0033C o z SLIGHTLY SILTY SAND, MOIST BROWN 10YR 6/3 SAMPLE AT 9'
jo . - 3 |NOTICEABLY SOFTER THAN THE SC FROM 2'6"-4'6"
. . 1%, ]
@ 124 124 -
A iy N
e~ :
14 - C
00330 0 - |5 |GRAVELLY SAND T0 SANDY GRAVEL, PINK SR 7/4  [o] SAMPLE AT 15
16 oo | d {10 UGHT GRAYN7/ GRANITIC GRAINS, SUBANGULAR, | ‘
R SO ] 9 | WET FROM 166" 10 17'3" et
1 L
18 | || Foo33E WEATHERED CLAYSTONE, OLIVE GREEN S5Y 4/1 ~| SAMPLE AT 18’
€S | SUGHTLY MOIST ORGANICS AT 18’
20— REFUSAL AT 20' BELOW GROUND SURFACE —
' o~
22 -
REFUSAL
26
26 -
28
30—
| 324
- Qc SAMPLES:
rRIN-0004 RINSEATE BLANK
2l 36 -
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SOIL._BORING LOG ' : KUMAR & ASSOCIATES
Project Name: Ve & i-70 Project No. 03-1-4t1 |Boring Mo: 34 | Sheet 1 of 1
Boring Locatlon: SEE SITE PLAN Start Date: 12/18/03 |Complafion Dote: .12/18/03
Dritiar: ZACK ENS ]Rig Type: DIRECT PUSH Ground Elev: 5200.47 NORTHING EASTING
Logged By: - LAl Water Depth: Not Encountered| 171056765 3143284.37
SOIt. CORE =
= &
&l ra g : a
s B2 8 g~ & « DESCRIPTION h FIELD
£ Z1a 52 oE Lo 1O X NOTES
oy |=fo = Q g‘-: o o ui ) -
3 & || 2E " = . -
hall Y114 o O a (L] > =
- == o
rU034A ‘ ASPHALT 0-4" ABOVE 3" OF GRAVEL, ABOVE SAMPLE AT 4"
CLAYEY SAND FROM 7" TO 4'6” ABOVE BRICK FROM - .
24 |wl, 4’6" TO 5', ABOVE CLAYEY SAND, LIGHT BROWN 17 OF BLACK AND
&lw 10YR 8/3 AT 76
44 00348 FILL -
SAMPLE AT 4'6
5 -
o
T8 - DENSE AT CONTACT
8w ©1 POSSIBLE GROUND
™| SURFACE
oo S SILTY SAND, LIGHT BROWN 10YR 7/3, NOIST, LOOSE
i o TO MEDIUM DENSE '
-0034C&D S .
p SAMPLE AT 11'
124 (@ )y
@ I3t 1%
14 —
16 — a '
= 1 ¥ |GRAVELLY SAND, LAYERS OF SANDY GRAVEL, 55 SHARP CONTACT
o -y O - a GRANITIC GRAINS, SUBANGULAR, SLIGHTLY MOQIST —| SHARP CONTACT
1B @ roo.uz P] SAMPLE AT 18
™~
. 20—
L 0034F €S | WEATHERED CLAYSTONE, SLIGHTLY MOIST, YELLOWISH SAMPLE AT 21°
i ol GRAY 5Y 8/1, LIGHT OUVE BROWN 5Y 5/6 .
21 IRONSTAINING (N FRACTURES
o~
24 REFUSAL AT 24’ BELOW GROUND SURFACE :1
o
26 1
REFUSAL
28 -
30—
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KNIGHT PIESOLD

Client Sample ID: 01-VBOU3-SE-0033-A

TOTAL Metals

Lot-Sample #...: DIL190464-001 Matrix.......r SOLID

Date Sampled...: 12/18/03 14:15 Date Received..: 12/19/03 16:35

% Moisture.....: 17 '

REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Prep Batch #...: 3356303

Mercury ND 0.033 mg/kyg SWa46 7471A 12/31/03 PES9E1AZ
Diluticn Factor: 1

Prep Batch £...: 3357647

Silver - HND 1.0 mg/kg 8Wa46 6010B 12/30-01/04/04 F653E1AD
Diluticn Factor: 1

Aluminum 20000 10 ng/kg 8W846 6010B 12/30-01/05/04 F6SIE1AC
Dilution Factor: 1

Arsenic 5.5 1.0 mg/kg 8W846 6010B 12/30-01/04/04 F659E1AD
Diluticm Factor: 1

Parium 200 1.0 mg/kg SW846 6010B 12/30-01/04/04 FE59E1AR
Dilutiom Factor: 1

Beryllium 0.51 0.50 mqg/kyg SWB46 6010B 12/30-01/04/04 PES9R1AFP
Dilution Pactor: 1 '

Calcium Booo 20 og/kg SW846 6010B 12/30-01/05/04 FE6SIE1AC
Dilution Factor: 1

Cadmium ND 0.50 my/kg SWe46 6010B 12/30-01/04/04 F659B1AH
Dlution Factor: 1

Cobalt 7.5 1.0 mg/kg SWB46 6010B 12/30-01/04/04 F659B1AJ
Dilution Factor: 1

Chromium 13 1.0 og/kg SWB46 6010B 12/30-01/04/04 P659E1AK
Dilution Factor: 1

Copper 18 2.0 mg/xg SNB46 6010B 12/30-01/04/04 F659B1AL
Dilution Pactor: 1

Iron 17000 10 mg/kg SWB46 6010B 12/30-01/05/04 FES9E1AM
Dilution Factor: 1 -

Potasgium 1900 300 mg/kg 8WB46 6010 12/30-01/05/04 F659E1AN

Dilution PFactor: 2

(Continued on next page)

STL Denver

FCRM 1

Equivalent

21
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EKNIGHT PIESOLD

Client Sample ID: 01-VBOU3-SB-0033-A

TOTAL Metals
Lot-Sample #...: D3L150464-001 Matrix......... :+ BOLID
REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Magnesium 3500 20 ng/kg SWP46 60108 12/30-01/05/04 FESSE1AP
Dilution PFactor: 1

Manganese 240 1.0 mg/kg SWB46 6010B 12/30-01/05/04 P6S9E1AD
Dilution Pactor: 1

Sodium 530 500 mg/kg EWP4A6 6010B 12/30-01/05/04 FE59RIAR
Dilution Pactor: 1

Nickel 8.5 4.0 ng/kg SW846 6010R 12/30-01/04/04 F659EIAT
Dilution Faztor: 1

Lead 21 0.80 mg/kg BWB46 6010B 12/30-01/04/04 PG6S9ELAD
Dilution Factor: 1

Antimony ND 1.0 mg/kg SWe46 6010B 12/30-01/04/04 FE59B1AV
Pilution Factor: 1 '

Selenium ND 1.3 mg/kg SWB46 6010B 12/30-01/04/04 F659E1AW
Dilution Pactor: 1

Thall fum ND 1.2 mg/kg SWB46 6010B 12/30-01/04/04 F659E1AX
Dilution Pactor: 1

Vanadium az 2.0 mg/kg 8WB46 6010B 12/30-01/04/04 F6S9ELAQ
Dilution Factor: 1

Zinc 65 2.0 mg/kg SNB46 6010B 12/30-01/05/04 F659E1AL
Dilution Factor: 1

Equivalent
STL Denver

22



ENIGHT PIESOLD

Client Sample ID: 01-VBOU3-S5B-0033-B

TOTAL Metals

Lot-Sample #...: D3L150464-002 Matrix....... SOLID

Date Sampled...: 12/18/03 14:20 Date Received..: 12/19/03 16:35

% Moisture..... : 8.1

REPORTING PREPARATION-  WORK

PARBRMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Prep Batch #...: 3356303

Mercury ND 0.033 mg/kg SWB46 T7471A 12/31/03 F659F1AD
Diluticon Factor: 1

Prep Batch #...: 3357647

Silver ND 1.0 mg/kg SW846 6010B 12/30-01/04/04 FESSFLAF
Dilution Factor: 1

Aluminum 13000 10 mg/kg SWed46 6010B 12/30-01/05/04 PE6SSFLAG
Diluticn Factor: 1

Arsenic 2.9 1.0 mg/kg SW816 6010B 12/30-01/04/04 F659PLAH
Dilution Factor: 1

Barium 100 1.0 mg/kg SWB46 6010B 12/30-01/04/04 PE659FIAT
Dilution Factor: 1

Beryllium ND 9.50 mg/kg SW846 6010B 12/30-01/04/04 F659P1AK
Dilution Factor: 1

Calcium 2700 20 ny/kg 8SWB46 5010B 12/30-01/05/04 FESIFIAL
Dilution Factor: 1

Cadmium ND G 1.1 mg/kg SW846 6010B 12/30-01/04/04 F659F1AM
Pilution Factor: 1

Cobalt 6.4 1.0 ng/kg 5WB846 6010B 12/30-01/04/04 F6SIF1AN
Dilution Pactor: 1

Chromium 16 1.0 mg/kg SWB46 G0L0B 12/30-01/04/04 P659F1AP
Dilution Factor: 1

Copper 8.1 2.0 mng/kg 8W846 6010B 12/30-01/04/04 F659F1AQ
Dilution Factor: 1

Irom 17000 10 mg/kg 8WB46 6010B 12/30-01/05/04 FG659F1AR
Dilution Pactor: 1

Potassium 2800 300 ng/kg SWB846 6010B 12/30-01/05/04 PE59FIAT

Dilution Factor: 1

{Continued on next page)

STL Denver

FCRM 1

Equivalent

23
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ENIGHT PIESOLD

Client Sample ID:; 01-VBOU3-5B-0033-B

TOTAL Metals

Lot-Sample #...: D3L1%0464-002

Matrix.........: SOLID

REPORTING PREPARATION-  WORK
PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #
Magnegium 3100 20 mg/kg SWB46 6010B 12/30-01/05/04 P659F1AU
Dilution Factor: 1
Manganese 300 1.0 mg/kg SW846 6010B 12/30-01/05/04 F659F1AV
Dilution Factor: 1 ’
Sodium ND 500 mg/kg 8W846 6010B 12/30-01/05/04 F659FLAW
Dilution Factor: 1
Nickel 8.6 4.0 mg/kg SW846 6010B 12/30-01/04/04 F659F1AX
Dilution Factor: 1
Lead 12 0.80 mg/kg SWB46 6010B 12/30-01/04/04 FG6S9FLAD
Dilution Pactor: 1
Antimony KD 1.0 mg/kg 8W846 6010B 12/30-01/04/04 F659F1A1
pilution Factor: 1
Selenium ND 1.3 mg/kg SWB46 6010B 12/30-01/04/34 FE59F1A2
Dilution Factor: 1
Thallium ND 1.2 mg/kg SW846 6010B 12/30-01/04/04 FE659F1A3
Dilution Factor: 1
Vanadium 31 2.0 mg/kg SWB4€ 6010 12/30-01/04/04 F659F1AA
Dilution Factor: 1
Zinc - 55 2.0 mg/kg SWB46 60108 12/30-01/05/04 FEeSIFLAC
' Dilution Factor: 1
ROTR(S) :

G Etevaed reponiing Jimit. The reponing limit is elevaied due to mairix inter(erence.

STL Denver

FCRM 1
Eguivalent

24
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KNIGHT PIESOLD
Client Sample ID: 01-VBOU3-SB-0033-C
TOTAL Metals

Lot-Sample #...: D3L190464-003 Matrix.......: SOLID
Date Sampled...: 12/18/03 14:25 Date Received..: 12/19/03 16:35

%t Moisture.....: 3.5

REPORTING PREPARATION- WORK
PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Prep Batch #...: 3356303
Mercucy ND 0.033 mg/kg SW946 7471A 12/31/03 FP659G1AD

Dilutiem Factor: i

Prep Batch #...: 3357647 '
Silver ND 1.0 mg/kg SWe46 6010B 12/30-01/04/04 P6S9GLAF

Dilution Factor; 1

Aluminum 5100 10 mg/kg SW846 6010B 12/30-01/05/04 F659G1AG
Dilutiom Factor: 1

Arsenic 1.8 1.0 my/kg SW846 6010B 12/30-01/04/04 F659G1LAH
Dilvution Factor: 1

Barium 55 1.0 mg/kg SW846 6010B 12/30-01/04/04 F659GLAT
Dilutiom Factor: 1

Beryllium ND 0.50 mgfkg SWa46 6010B 12/30-01/04/04 FE59G1AK
’ Dilution Factor: 1

Calcium 2500 20 qfkg SWE46 60108 12/30-01/05/04 F65§Gm
Dilution Factor: 1

Cadmium ND 0.50 : mg/kg SWa46 €010B 12/30-01/04/04 F659G1AM
Dilutiom Factor: 1

Cobalt 4.0 1.0 mg/ kg SWo46 6010B 12/30-01/04/04 F659G1AN
Dilution Factor: 1

Chromium 13 1.0 mg/kg SW846 6010B 12/30-01/04/04 F659G1AP
Dilution Pactor: 1

Copper 6.0 2.0 mg/kg 5We46 6010B 12/30-01/04/04 P659G1AQ
Dilution Pactor: 1

Iron 12000 10 mg/kg SWB46 60108 12/30-01/05[04 F659GLAR
Dilution Pactor: 1

Potassium 1200 300 mg/kg 5WB46 6010B 12/30-01/05/04 PE59GLAT
Dilution Factor: 1

{Continued on next page) FORM l

Equivalent

STL Denver
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ENIGET PIESOLD

Client Sample ID: 01-VBOD3-SB-0033-C

TOTAL Metals

Lot-Sample #...: D3L190464-003 Matrix.........: SOLID
REPORTING PREPARATION- WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE CRDER #

Hagnesim 1700 20 Ilg/kg SWa4as 6010B 12/30-01/05/04 FE59G1AD
Dilution Pactor: 1

Manganese 160 1.0 mg/kg SWB46 6010B 12/30-01/05}04 F659G1AV
Dilution Factor: 1

Sodium ND 500 mg/kg SWB46 601QB 12/30-01/05/04 F6S9G1AW
Dilution Factor: 1

Nickel 5.8 4.0 mglkg Swe4as 6010B 12/30-01/04/04 F659GIAX
Dilution Pactor: 1

Lead 9.3 0.80 mg/kg SWi46 6010B 12/30-01/04,04 P659G1AQ
Dilution Pactor: 1

Antimony ND 1.0 mg/kg SwWg4s 60108 12/30-01/04/04 F659G1Al
Dilution Factor: 1

Selenjum ND 1.3 mg/kg SW346 6010B 12/30-01/04/04 F655G1A2
Dilution Pactor: 1

Thallium ND 1.2 mg/kg SWe46 6010P 12/30-01/04/04 F659G1A3
Dilution Factor: 1

Vanadium 23 2.0 llgfkg £WB46 6010B 12/30-01/04/04 PE59GLAA
Dilution Factor: 1

Zinc 33 2.0 ng/kg SW846 6010B 12/30-01/05/04 F659GIAC

STL Denver

Dilution Factor: 2

FCRM 1

Equivalent

26
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EKNIGHT PIESOLD

Client Sample ID: 01-VBOU3-5SB-0033-D

TOTAL Metals

Lot-Sample #...: D3L1%0464-004 Matrix.......: SOLID
Date Sampled...: 12/18/03 14:30 Date Received..: 12/19/03 16:35
%t Moisture.....: 3.0

REPORTING PREPARATION~ WORK
PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #
Prep Batch #...: 3356303

SWede 7471A 12/31/03 F859H1AD

ND 0.033 mg/kg
Dilution Factor: 1

Mexrcury

Prep Batch #...: 3357647

S8ilver ND 1.0 mg/kg
Dilution Factor: 1
Aluyminum 1400 10 ng/kg
Dllution Factor: 1
Arsenic ND 1.0 mg/kg
Dilution Pactor: 1
Barium 11 1.0 mg/kg
Dllution Factor: 1
Beryllium ND 0.50 mg/kg
Dilution Factor: 1
Calcium 600 20 mg/kg
Dilution Factor: 1
Cadmian 0.88 0.50 mg/kyg
Dilution Factor: 1
Cobalt ND i.0 my/ kg
Dilution Pactor: 1
Chromium 2.2 1.0 mg/kg
Dilution Pactor: 1
Copper 7.5 2.0 ng/kg
Dilution Pactor: 1
Iron 3300 10 mg/kg
Dilution Factor: 1
Potassium 330 300 ng/kg

piiution Factor: 1

5W846 5010B

SWe4s 6010B

8W846 6010B

- 5We46 6010B

SWe46 6010B

gwWa46 6010P

5W846 6010D

8Wg46 &6010B

5WB46 60108

SHa46 6010B

5wa46 60108

5W846 6010B

{Continued on next page)

STL Denver

12/30-01/04/04

12/30-01/05/04

12/30-01/04/04

12/30-01/04/04

12/30-01/04/04

12/30-01/05/04

12/30-01/04/04

12/30-01/04/04

12/30-01/04/04

12/30-01/04/04

12/30-01/05/04

12/30-01/05/704

F&659H1AF

F659H1AG

F659H1AH

F659H1AT

F659H1AK

F655H1AL

F655H1LAM

F659H1AN

F&59H1AD

F653H1AQ

F659H1AR

F655H1AT

FCRM 1

Eqeivalent
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KNIGHT PIESOLD
Client Sample ID: 01-VBOU3-SB-0433-D
TOTAL Metals

Lot-Sample #...: D3IL190464-004

Matrix.........: SOLID

REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Magnesium 330 20 mg/kg 5We46 5010B 12/30-01/05/04 F655H1AU
Dilution Factor; 1

Manganese 30 1.0 mng/kg SwW846 6010B 12/30-01/05/04 F659HIAV
Dilutien Fackor: 1

sodium ND 500 ma ke SWa46 6010B 12/30-01/05/04 FE59H1AW
Dilucion Factor: 1

Nickel ND 4.0 mg/kg SWR46 6010B 12/30-01/04/04 F659HIAX
Dilutien Factor: 1

Lead 1.7 0.80 mey /ey SW846 6010B 12/30-01/04/04 FE59HLAO
Dilution Factor: i )

Antimony ND 1.0 mg/kg SW046 6010B 12/30-01/04/04 FES9HIAL
Dilution FPactor: 1

Selenium ND 1.3 mg/kg 8we46 6010D 12/30-01/04/04 F659H1A2
Dilutien Factor: 1 '

Thallium ND 1.2 ng/kg SW846 6010B 12/30-01/04/04 PE59H1A3
Dilution Factor: 1

Vanadium 4.6 2.0 ng/kg SW846 6010B 12/30-01/04/04 F6S9HLAA
Dilution Factor: 1

Einc 25 2.0 mg/kg SW846 6010B 12/30-01/05/04 F659M1AC

Dilution Pactor: 1

STL Denver

FCRM 1

Equivalent

28



KNIGHT PIESOLD

Client Sample ID: 01-VBOU3-SB-0033-E

TOTAL Metals

' Lot- -Sample §...: D3L190464-005 Matrix.......: SOLID
Date Sampled...: 12/18/03 14:35 Date Received..: 12/19/03 16:35
% Moisture.....: 21
REPORTING PREPARATION-  WORK
PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #
Prep Batch #...: 3356303
Mercury ND 0.033 mg/kg SW846 7471A 12/31/03 FES9J1AD
Dilution Pactor: 1 ~ '
Prep Batch #...: 3357647
Silver ND _ 1.0 mg/kg SWB46 6010B 12/30-01/04/04 F659J1AF
Dilution Factor: 1
Alvemimam 23000 - 10 mg/kg SwW846 6010B " 12/30-01/05/04 F6S9T1AG
Dilution Factor: 1
Argenic 6.7 1.0 mg/kg SHB46 6010B 12/30-01/04/04 F659T1AH
pilucion Pactor: 1
Barium 36 1.0 mg/kg SWg46 60108 12/30-01/04/04 P659T1IAT
Dilution Factor: 1
Beryllium 0.94 0.50 mg/kg SWa46 6010B 12/30-01/04/04 ¥65%J1AK
Dilution Factor: 1
Calcium 6300 20 ng/kg SW846 60108 12/30-01/05/04 P659J1AL
Dilution Factor: 1 -
Cadmium ND 0.50 mg/kg 8W846 6010B 12/30-01/04/04 F659J1AM
Dilution Factor: 1
Cobalc 18 1.0 my/kg SWB46 6010B 12/30-01/04/04 FG659J1AN
Dilution Pactor: 1
Chromium 13 1.0 mng/kg SW846 60108 12/30-01/04/04 P659TLAP
Dilutjon Factor: 1 )
Coppex 14 2.0 mg/kg EWB46 6010B 12/30-01/04/04 F6S9I1IAQ
Dilution Pactor: 1t
Iron . 17000 10 my/kg SWe46 6010P 12/30-01/05/04 FESIJTLAR
Dilution Pactor: 1
Potasgium 1900 300 ng/kg SWB46 6010B 12/30-01/05/04 PES3JLAT

Dilution Factor; 1

{Continued on next page)

STL Denver

FCRM 1

Equivalent
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KNIGHT PIESOLD

Client Sample ID: 01-VBOU3-SB-0033-E

TOTAL Metals
Lot-Sample #...: D3L190464-00S Matrix......-...: SOLID
REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Magnesgium 3700 20 wg/kg SW846 6010B 12/30-01/05/04 FES3J1AD
Dilution Factor: 1

Manganege 160 1.0 mg/xg SWe46 6010B 12/30-01/05/04 F659J1AV
Dilution Factor: 1

Sodium 720 S00 ng/kg 5WE46 6010B 12/30-01/05/04 P6S9T1AW
Dilution Factor: 1

Nickel 21 4.0 mg/kqg 5W846 6010B 12/30-01/04/04 P659J1AX
pilucion Packor: 1

Lead 18 0.80 ng/kqg SW846 6010B 12/30-01/04/04 F659J1A0
pilution Factor: 1

Antimony ND 1.0 mg/kg 5W846 6010B 12/30-01/04/04 FP659J1AL
Dilution Factor: 1

Selenium ND' 1.3 mg/kg SWe46 6010B 12/30-01/04/04 F659J1A2
Dilution Factor: 1

Thallium ND 1.2 mg/kg SW846 6010B 12/30-01/04/04 F659J1243
Dilution Factor: 1

Vanadium 29 2.0 ng/kg SWE46 6010B 12/30-01/04/04 F65901AA
Dilutjion Factor: 1 .

Zinc 67 2.0 mg/kg SW846 6010B 12/30-01/05/04 F659J1AC
Dilution Factor: 1

STL Denver

FORM1

Egeivalent

30



Lot-Sample #...: D3L190415-015

Date Sampled...: 12/18/03 13:30 Date Received..: 12/18/03 16:56

ENIGHT PIESOLD

TOTAL Metals

Client Sample ID: 01-VBOD3-SE-0034-A

Matrix.......:

SOLID

¥t Moisture.....: 15
REPORTING PREPARATION~ WORK

PARARMETER RESULT LIMIT ONITS METHOD ANALYSIS DATE ORDER #

Prep Batch #...: 3356301

Mercury ND 3.033 mg/kg SWa46 7471A 12/31/03 F65V01AD
Dilution Factor: 1

Prep Batch #...: 3357648

S8ilver ND 1.0 mgfkg SWB46 6010B 12/29-12/30/03 P6S5VOL1AF
Dilution Pactor: 1

Aluminum 23000 10 mg/kg SwWa46 6010B 12/29-01/05/04 F&5VO1AG
Dilution Factor: 1

Arsenic 8.8 1.0 mg/kg SW846 6010B 12/29-12/30/03 PESVO1AH
Pilution Pactor: 1

Barium 430 1.0 ng/kg 8Wg46 6010B 12/29-12/30/03 P6SVOIAT
Dilution Pactor: 1

Beryllium 0.59 0.50 mg/kg SHB46 6010B 12/29-12/30/03 F65VO1AK
Dilution Factor: 1

Calcium 9800 20 lg/kg SWed4e 6010B 12/29-01/05/04 FE5VOLAL
Dilution Factor: 1

Cadmium ND 0.50 ma/kyg 8W346 6010B 12/29-12/30/03 P6S5VOLAM
Pilution Factor: 1

Cobalt 21 1.0 my/kg 5WB846 6010B 12/29-12/30/03 P6E5V01AN
Dilution Factor; 1

Chromium 13 1.0 mg/kg 5WA46 6010B 12/29-12/30/03 P&SVO1AP
Dilution Pactor: 1

Copper 12 2.0 g/ kg 8We46 6010B 12/29-12/30/03 PESVOLAQ
Dilution Pactor: 1

Iron 18000 10 mg/xg BWe46 6010B 12/29-01/05/04 PES5VO1AR
Dilution Factor: 1

Potassium 1300 300 lg/kg SWs46 6D10B 12/29-01/05/04 P6SVOLAT
Dilution Pactor: 1

STL Denver

(Continued on next page)

FCRM 1

Egsivalent
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Client Sample ID:

ENIGHT PIESOLD

01-VBOU3-5B-0034-A

TOTAL Metals .

Lot-Sample §...: D3L19041%-015 Matrix.........: SOLID
REPORTING PREPARATION- WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Magnesium 3800 20 mg/kg SWB46 6010B 12/29-061/05/04 F65V01AD
Dilution Factor: 1

Manganege T70 1.0 ng/kg SH846 6010B 12/29-12/30/03 FE5VO1AV
Dllution Factor: 1

Sodium 1000 500 mg/kxg £WB46 6010B 12/29-01/05/04 F6SVOLAW
Dilution Pactor: 1

Nickel 15 4.0 ng/kg SWa46 6010B 12/29-12/30/03 FE5VOIAX
Dilution Factor: 1

Lead 19 0.80 mg/kg SWe46 60108 12/29-12/30/03 F6E5VOLAD
Dilucion Factor: 1

Antimony ND 1.0 " mg/kg SW846 60108 12/29-12/30/03 FESVO1lAlL
Dilution Pactor: 1

Selenium ND 1.3 mg/kg SW846 6010B 12/29-12/30/03 FE5VO01A2
Dilution Fackor: 1

Thallium 1.2 1.2 my/ky 8W846 60108 12/29-12/30/03 F65VOLA3
Dilution Factor: 1

Vanadinm 40 2.0 g/ kg w846 6010B 12/29-12/30/03 PESVO1AA
Dilutioa Pactor: 1

Sinc 62 2.0 g/ kg 8vg46 6010B 12/29-01/05/04 FESVO1AC
Dilution Factor: 1 '

STL Denver

FORM 1
Egmivalent
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KNIGHT PIESOLD

TOTAL Metals

Client Sample ID: 01-VBOU3-SB-0034-B

Llot-Sample #...: D3L150419-016 Matrix.......: SOLID

Date Sampled...: 12/18/03 13:35 Date Received..: 12/18/03 16:56

t Moisture.....: 11

REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Prep Batch #...: 3356301

Mercury ND 0.033 mg/kg SW846 T471A 12/31/03 FE5V31aH
Dilution Factor: 1

Prep Batch #...: 3357648

Silver ND 1.0 mg/ kg SWBaS 6010B 12/29-12/30/03 P65VILAK
Dilution Factor: 1

Alumipum 25000 10 mg/kg 5W846 6010B 12/29-01/05/04 F6SV31AL
Dilution Pactor: 1

Arpenic 9.2 1.0 ng/kg 8WB4L6 601DB 12/29-12/30/03 P6SV3I1AM
Dilution Paccor: 1

Barium 250 1.0 ng/kg SW846 6010B 12/29-12/30/03 FP6SV3I1AN
Dilution Fackor: 1

Beryllium 0.65 0.50 wg/kg £W846 6010B 12/29-12/30/03 FE5V3I1AP
Dilution Factor: 1

Calcium 8700 20 mg/kg 5W846 6010B 12/29-01/05/04 F65SV31AD
Dilution Factor: 1

Cadmium ND 0.50 ng/kg SW846 6010B 12/29-12/30/03 F65V3I1AR
Diluticn Pactor: 1

Cobalt 8.4 1.0 mg/kg SW846 6010B 12/29-12/30/03 FPESVA1AT
Dilution Factor: 1

Chromium 14 1.0 my/xg SwWe46 6010B 12/29-12/30/03 P65V31AU
Dilution Pactor: 1

Copper 8.3 2.0 mg/kg SWg46 5010D 12/29-12/30/03 FESV3IIAV
Dilution Factor: 1

Iron 20000 10 mg/kg 5We46 6010B 12/29-01/05/04 FE6SV31AW
Dilution Pacror: 1

Potassium 1300 300 ng/kg SWo46 60108 12/29-01/05/04 F65V3I1AX
Dilution PFactor: 1

STL Denver

(Continued on next page)

FORM 1
Equivalent
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KNIGHT PIRSQLD
Client Sample ID: 01-VBOU3-SB-0034-B

TOTAL Metals

Lot-Sample $#...: D3L190419-016 Matrix......... : SOLID
REPORTING PREPARATION- WORK

PARRMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Magnesium 4500 20 mg/kg SWB46 6010B 12/29-01/05/04 F65V31A0

Dilution Factor: 1

Manganese 270 1.0 mg/kg SW846 6010B 12/29-12/30/03 F6SV31Al
Dilution Factor: 1

Sodium 2000 500 ma/kg SWB46 6010B 12/29-01/05/04 F6SV3ILA2
Dilution Factor: 1

Nickel 7.0 4.0 mfkg £NBAS 6010B 12/29-12/30/03 FE5V31A3
Dilution Pactor: 1

Lead 12 0.80 .9/k9 £5NB46 6010B 12/29-12/30/03 FESV31AA
Dilution Factor: L

Antimony ND 1.0 mg/kg SWB46 6010B 12/29-12/30/03 FE5V31AC
Dilution Factor: 1

Selenium ND 1.3 mg/kg ' SWe4s 6010B 12/29-12/30/03 F&5V31AD
Dilution Pacror: 1

Thallium ND 1.2 mg/kg 8W846 6010B 12/29-12/30/03 F65V3I1AE
Dilution Pagtor: 1

Vanadium 55 2.0 mg/kg SW946 6010B 12/29-12/30/03 PE5V31AF
Dilution Factor: 1 ’

Zinc 58 2.0 oy /kg SW846 6010B 12/29-01/05/04 FESVILAG
Dilution Factor: 1

FORM 1

Bquivalent

STL Denver



ENIGHT PIESOLD

Client Sample ID: 01-VBOU3-5B-0034-C

TOTAL Metals

ILot-Sample §...: D3L190419-017 Matrix.......: SOLID

Date Sampled...: 12/18/03 13:40 Date Received..: 12/18/03 16:56

* Moigture.....: 3.6

REPORTING PREPARATION- WORK

PARAMETER RESULT LIMIT VYNITS METHOD ANALYSIS DATE ORDER #

Prep Batch #...: 3356301

Mercury WD 0.033 ma/kg - SWA46 T471A 12/31/03 F65VE1AD
Dpilucion Factor: 1

Prep Batch #...: 3357648

Silver ND 1.0 mg/kg 8W846 6010B 12/29-12/30/03 F65VE1AF
Dilution Factor: 1

Aluminum 8000 10 mg/ kg Swa4a6 6010B 12/29-01/05/04 FE65VEIAG
Dilution Factor: 1

Arsenic 2.6 1.0 ng/kg 5W846 6010B 12/29-12/30/03 P65V61AR
Dilutiom Factor: 1

Bariumn 73 1.0 ng/kg SWa46 6010B 12/29-12/30/03 F6SV61AT
Dilution Factor: 1

Beryllium ND 0.50 mg/kyg 8W846 6010B 12/29-12/30/03 P65VELAK
Dilution Pactor: 1

Calcium 3600 20 mg/kg SN846 6010B 12/29-01/05/04 FE5VE1AL
Dilution Pagtor: 1

Cadmium ND 0.50 mg/kg SWB46 6010B 12/29-12/30/03 F65V61AM
Dilucion Pactor: 1

Caobalt 6.0 1.0 ng/kg EWB416 GO010B 12/29-12/30/03 PE65V61AN
Dilution Pactor: 1

Chromium 16 1.0 oy/kqg SHBAS 6010B 12/29-12/30/03 F&65V61AP
Dilution Factox: 1

Copper 7.3 2.0 mg/kg £W846 6010B 12/29-12/30/03 FE5VELAD
Dilution Factor: 1

Iron 16000 10 ng/kg SNa46 6010B 12/29-01/05/04 F6SV61AR
Dilution Factor: 1

Potassium 2100 300 mglkg SNB46 6010B 12/29-01/05/04 P65VE1AT
Dilution Factor: 1}

STL Denver

{Continued on next page}

FORM 1
Egsivalent
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KNIGHT PIESOLD

Client Sample ID: 01-VBOU3-SB-0034-C

TOTAL Metals

Lot-Sample #...: D3L13%0419-017 Matrix. . ... +saee3 SOLID
REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Magnesium 2400 20 mg/kg 8WB46 6010B 12/29-01/05/04 FE5VELAT
pilution Factor: 1

Manganese 250 1.0 mg/kyg SHB46 6010B 12/29-12/30/03 F65V61AV
Dilution Factor: 1

Sodium ND 500 mg/kg SWB46 6010B 12/29-01/05/04 F65VE1AW
Dilution Factor: 1

Rickel 8.2 4.0 ng/kg SW846 6010B 12/29-12/30/03 F65V61AX
Diluticn Factor: 1

Lead 12 _ 0.80 mg/kg SWB846 6010B 12/29-12/30/03 FESVE1R0
Dilution PFactor: 1

Antimony ND 1.0 mg/kg SW846 6010B 12/29-12/30/03 F65VE1Al
Dilution Factor: 1

Selenium ND 1.3 mg/kg SW046 6010B 12/29-12/30/03 PESV61A2
Dilution Factor: 1

Thallium ND 1.2 mg/kg SWB46 6010B 12/29-12/30/03 F6SV61A3
Dilution Pactor: 1

Vanadium 27 2.0 my/kg EWA46 6010B 12/29-12/30/03 FE5V61AA
Dilution Factor: 1

Zinc 41 ' 2.0 mg/kg S¥WB46 60108 12/29-01/05/04 P65V6LAC

STL Denver

flution Factor: 1

FORM 1
Egwivalent
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ENIGHT PIESOLD

Client Sample ID: ©1-VBOU3-SB-0034-D

TOTAL Metals

Lot-Sample #...: D3L190419-018 Matrix.......: SOLID

Date Sampled...: 12/18/03 13:40 Date Received..: 12/18/03 16:56

$ Moisture.....: 3.9

REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT ONITS METHOD ANALYSIS DATE ORDER #

Prep Batch #...: 3356301

Mercury ND 0.033 mg/kg 5Weds 7471A 12/31/03 F6SWALAD
Dilution Factor: 1

Prep Batch £...: 3357648

Silver ND 1.0 mg/kg SW846 6010B 12/29-12/30/03 F6SWALAF
Diluticn Factor: 1

Alwainum 7200 10 mg/kg SWB46 6010B 12/29-01/05/04 FGSWALAG
Dilutiom Factor: 1

Argenic 2.3 1.0 mg/kg g8WB46 6010B 12/29-12/30/03 PESHALAH
Diluticm Pactor: 1

Barium 67 1.0 mg/kg SW846 50108 12/29-12/30/03 PGSWALAT
Dilution Pactor: 1

Beryllium ND 0.50 mg/kg SWe46 6010B 12/29-12/30/03 FES5WALAK
Dilution Pactor: 1

Calcium 3200 20 mg/kg 8WB46 6010B 12/29-01/05/04 F6SWAlAL
Dilution Factor: 1

Cadmium ND "0.50 mg/kg SW846 6010B 12/29-12/30/03 F6SWALAM
Dilution Pactor: 1

Cobalt 5.5 1.0 mg/kg BWB46 60105 12/29-12/30/03 F6SWALAN
Dilution Factor: 1

Chromium 15 . 1.0 ag/kg EWB46 6010B 12/29-12/30/03 PGSNALAY
Dilution Factor: 1

Copper 7.5 2.0 mg/kg SWB46 60108 12/29-12/30/02 P6SWALAD
Dilution Factor: 1

Iron 15000 10 mg/kg SW846 6010P 12/29-01/05/04 PESWALAR
pilution Factor: 1

Potassium 1300 lop mng/kg 8ws4e 6010P 12/29-01/05/04 PSSWALAT
Dilution Factor: 1

STL Denver

(Continued on next page)

FORM 1
Equivalent

55



FNIGHT PIESOLD

Client Sample ID: 01-VBCU3-SE-0034-D

TOTAL Metals

Lot-Sample #...: D3L190419-018 Matrix.........: SOLID
REPQRTING PREPARATION- WORK

PARAMETER RESULT LIMLT UNITS METHOD " ANALYSIS DATE ORDER #

Magnegium 2200 20 llgfk.g W46 6010B 12/29-01/05/04 PESWALAD
Dilution Factor: 1

Manganesge 220 1.0 m/tg SWg46 6010B 12/29-12/30/03 F65WALAV
Dilution Factor: 1

Sodium ND 500 mg/kg SWe4ée 6010B 12/29-01/05/04 P6SWALAW
Dilytion Pactor: 1

Nickel 7.6 4.0 mg/kg 5%946 6010B 12/29-12/30/03 PE6SWALAX
Dilution Factor: 1 ’

Lead 10 0.80 Ilg/lcg 5wWa46 6010B 12/29-12/30/03 P6SWA1AD
Dilutions Pactor: 1

Antimony ND 1.0 mg/kg sWa46 6010B 12/29-12/30/03 FESWALAL
Dilution Factor: 1

Selenium ND 1.3 mg/kg 8WB46 6010B 12/29-12/30/03 PESWALA2
Dilutiop Factor: 1

Thallium ND 1.2 m3/kg SW846 6010B 12/29-12/30/03 P6SWAlA3
Dilutien Factor: 1

Vanadium 25 2.0 Ilg/kg SvWs46 6010B 12/29-12/30/03 F6SWALlAA
Dilutiqn Factor: 1

Zinc 38 2.0 mg/kg SHE846 6010B 12/29-01/05/04 F65WA1AC

STL Denver

Dilution Pactor: 1

FORM 1

Egsivalent
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lot-Sample ¥...: D3L190419-01% Matrix.......: SOLID

Date Sampled...: 12/18/03 13:45 Date Received..: 12/18/03 16:56

t Moisture,....: 3.0

REPORTING PREPARATION- WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Prep Batch #...: 3356201

Mercury ND 0.033 mg/kg SWB46 7471A 12/31/03 F6SWELAD
Dilution Pactor: 1

Prep Batch #...: 3357648

Silver ND 1.0 mg/kg SW846 6010B 12/29-12/30/03 FP65WELAF
Dilution Factor: 1

Aluminum 8400 10 mg/kg 8We46 60109 12/29-01/05/04 PESHELAG
Dilution Pactor: 1

Arsenic 1.2 1.0 Ig/kg £HB46 60108 12/29-12/30/03 P6SWELAH

© Dilution Factor: 1 ’

Barimm 670 1.0 mg/kg Sia46 60108 12/29-12/30/03 P6SWELAT
Dlution Factor: 1

Beryllium ND 0.50 mg/kg SW846 6010B 12/29-12/30/03 PESWE1AK
Dilution Factor: 1

Calcium 2800 20 ng/kg SWe46 6010B 12/29-01/05/04 F6SWELAL
Dilution Pactor: 1

Cadmium ND 0.50 mg/kg 5Wg46 6010B 12/29-12/30/03 FE6SWELAM
Dilution Factor: 1 :

Cobalt 2.7 1.0 mg/kg SWedis 6010B 12/29-12/30/03 PESWELAN
Dilution Factor: 1

Chromium 6.0 1.0 m3/kg " SW846 6010B 12/29-12/30/03 F&SWRIAP
Dilution Pactor: 1

Copperx 4.1 2.0 mg/kg S5HB46 6010R 12/29-12/30/03 F6SWELAQ
Dilution Factor: 1

Iron 7900 10 mg/kg SW846 6010B 12/29-01/05/04 F6SWELAR
Diluticm Factor: 1

Potaseium 1000 300 mg/kg 5W846 6010B 12/29-01/05/04 F6SWELAT
Dilution Factor: 1

STL Denver

EKNIGHT PIESOLD

TOTAL Metals

Client Sample ID: 01-VBOU3-SB-0034-E

(Continued on next page)

FORM 1
Eguivalent
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ENIGHT PIESOLD

Client Sample ID: 01-VBOU3-SB-0034-E

TOTAL Metals
Lot-Sample #...: D3L190419-019 Matrix..... «--.t SOLID
REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT UNITS METHOD ANALYSIS DATE ORDER #

Magnesium 1300 20 mg/kg SWo46 6010P 12/29-01/05/04 FESWE1AU
Dilution Factor: 1

Manganese 92 1.0 ng/kg 8WB46 6010B 12/29-12/30/03 FESWELAV
Dilution Pactor: 1

Sodium 540 - 500 mg/kg 8W846 6010 12/29-01/05/04 PGSWE1AW
Pilution Pactor: 1

Rickel KD 4.0 mg/kg 5WB46 6010B 12/29-12/30/03 F6SWELAX
Dilution Factor: 1

Lead 4.1 0.80 mg/kg SWB46 6010B 12/29-12/30/03 FESWELlAD
Dilution Pactor: 1

Antimony ND 1.0 ng/kg 8W846 6010B 12/29-12/30/03 FE5WE1Al
Dilution Factor: 1

Selenium KD 1.3 mg/kg SWB46 6010B 12/29-12/30/03 FE6SHELA2
Pilution Factor: 1

Thallium ND 1.2 mg/kg SW846 6010B 12/29-12/30/03 F6SWELA3
Dilution Factor: 1

Vanadium 16 2.0 ng/kg £WBAE 6010B 12/29-12/30/03 PESWELAA
Dilution Pactor: 1

Zinc 22 2.0 mg/kg SH846 6010B 12/29-01/05/04 F6SWEIAC

STL Denver

Dilutiom Pactor: 1

FORM 1
Equivalent
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“t

EKNIGHT PIESOLD

Client Sample ID: 01-VBOU3-SB-0034-F

TOTAL Metals

Lot-Sample #...: D3L1%0419-020 Matrix.......: SOLID

Date Sampled...: 12/18/03 13:50 Date Received..: 12/18/03 16:56

%t Moisture.....: 18

REPORTING PREPARATION-  WORK

PARAMETER RESULT LIMIT UNITS METHODR ANALYSIS DATE ORDER #

Prep Batch #...: 3356301

Mercury ND 0.033 mg/kg SW846 7471A 12/31/03 FGSWH1AD
Di.l_uti.on Factor: 1

Prep Batch #...: 2357648 _

Silver . ND 1.0 mg/kg SW946 6010B 12/29-12/30/03 F6SWHIAF
pPilution Factor: 1

Alumingm 28000 10 mg/kg SWB46 6010B 12/29-01/05/04 FESWH1AG
Dilution Factor: 1

Arsenic 4.8 1.0 mg/kg 5W846 6010B 12/29-12/30/03 F&S5WHLAH
Dilution Pactor: 1

Barium 51 1.0 mg/kg SW846 6010B 12/29-12/30/03 FESWHIAY
Dilution Factor: 1

Beryllium 0.88 0.50 mg/kg SW816 6010B 12/29-12/30/03 PGSWHLAK
Dilution Factor: 1

Calcium 6400 20 ng/kg 8W846 6010B 12/29-01/05/04 F6SWHLAL
Dilution Factor: 1

Cadmium ND 0.50 mg/kg SWa46 60LQB 12/29-12/30/03 PESWHLAM
Pilution Factor: 1

Cobalt 7.5 1.0 mg/kg SW846 6010B 12/29-12/30/03 F6SNH1AN
Dilution Factor: 1

Chromiuvm 11 1.0 ng/kg 8WB46 6010B 12/29-12/30/03 P6SWHLAP
Dilution Factor: 1

Copper 12 2.0 my/kg EW846 6010B 12/29-12/30/03 FESWH1AQ
Dilution Pactor: 1

Iron 24000 10 ng/kg SWB846 GOL10B 12/29-01/05/04 P65WHLAR
Dilution Factor: 1

Potassium 1700 300 og/kg SNB46 6010B 12/29-01/05/04 FESWHIAT

Factor: 1

STL Denver

Hlution

{Continued on next page)

FORM 1

Eqeivalent
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-y

ENIGHT PIESOLD

TOTAL Metals

Lot-Sample #...: D3L19041%-020

Client Sample ID: 01-VBOU3-SB-0034-F

Matrix.........: SOLID

REPORTING PREPARATION- WORK

PARAMETER RESULT LIMIT URITS METHOD ANALYSIS DATE ORDER #

Magnesium 4400 20 Ingfkg £We46 60L0B 12/29-01/05/04 F6SNHLAD
Dilution Pactor: 1

Manganese 3a0 1.0 mglkg SWB46 6010B 12/29-12/30/03 F&SWH1AV
Pilution Factor: 1

Sodium 210 500 Ilg/ltg SW846 6010P 12/29-01/05/04 P6SWH1AN
Dilution Factor: 1

Nickel 9.1 4.0 mg/ kg £WB46 6010B 12/29-12/30/03 F6SWHLAX
Dilution Factor: 1

Lead 12 0.80 Ilgfkg 8W846 6010B 12/29-12/30/03 PESWH1A0
Dilution Factor: 1

Antimony ND 1.0 mg/kg SW846 6£010B 12/29-12/30/03 FE5WH1Al
Dilution Factor: 1

Selenium ND 1.3 ma/kg SwWe4é 6010B 12/29—12/30/03 P65WH1A2
Dilutipu Factor: 1

Thallium ND 1.2 rng/kg EWB46 6010B 12/29-12/30/03 F65WH1A3
Dilution Factor: 1

Vanadium 29 2.0 l'g/kg SwWa46 6010B 12/29-12/30/03 F6SWH1AA
Dilution Pactor: 1

Zine 71 2.0 ng/ll:g SWe46 6010B 12/29-01/05/04 F6SWH1AC

STL Denver

Dilution Pactor: )

FORM 1

Egeivalent
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